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Product Quality Certification

FE&HR (Product Name) : R R (PP)

7’2 S (Product Code): M09 (PPB-M09) ¥ = (Sampling Point): 3#PP D901F
FEitS (Product Number): WE3P1604F2 FHEHH (Sampling Date) : 2021-06-04 14:45
PUTHRUE (Executive Standard): Q/SHWHYX 5001-2021 KR HW (Signing Date) : 2021-06-06 14:34
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Properties Limits Results Test Methods
E¥i Black granule, 7/kg 0 0 SH/T 1541.1-2019
ki Color granule, 1~/kg <5 0 SH/T 1541.1-2019
KHif/NfL Large and small granule, g/kg <100 4.00 SH/T 1541.1-2019
VAR R m R B E # (2. 16kg, 230°C) Melt Index (MI), g/10min 9.00%1.50 7.97 GB/T 3682.1-2018
R4y Ash, % (m/m) Eiiae 0.039 GB/T 9345. 1-2008
FiH AR, 77 Tensile stress at yield, MPa W 25.6 GB/T 1040. 2-2006
T #iE Flexural modulus, MPa W 1170 GB/T 9341-2008
1] S 2B L pp 58 (23°C), Temperature of deflection under s 10.9 GB/T 1043. 1-2008
load, KJ/m2

7k Ny — -
T8 S gk O ppo R (-20°C), Temperature of deflection under s 5 s GB/T 1043. 1-2008
load, KJ/m2
1 I T ; . .
;\?"{‘szﬂ IS E Temperature of deflection under load (TfO0.45 i 90. 3 GB/T 1634.2-2019 Bi:
FYBI4E 2 (SMn) Moulding shrinkage (SMn), % Eiias 1.3 GB/T 17037.4-2003
FEYBI4E 2 (SMp) Moulding shrinkage (SMp), % Eiras 1.4 GB/T 17037.4-2003
NS
B iR Sampling Description:i#Ri54~/Kg
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